Supplementary Information
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Figure S1: UV-Visible spectrum of Silver nanoparticle
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Figure S2: UV-Visible spectrum of gold nanoparticle
Figure S3: FTIR spectra gold nanocomposites prepared by casting method. (A) PU, (B) PCLm, (C) PC and (D) PMMA.
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