
Table S3: Glass standard measured boron abundances. 

 

Standard Boron (ppm) 2σ error 

      

BCR glass 1 5.1 2.3 

BCR glass 2 4.7 2.2 

BCR glass 3 5.0 2.3 

BCR glass 4 4.9 2.2 

BCR glass 5 5.4 2.5 

BCR glass 6 4.9 2.2 

BCR glass 7 5.3 2.4 

GSA glass 1 27 12 

GSA glass 2 28 13 

GSA glass 3 32 15 

GSA glass 4 31 14 
 


