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S1 Fig. DSC scan and purity analysis for the synthetic DkPES (heating rate = 1.0 oC/min, sample weight = 3.20 mg).
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Size: 3.2000 mg DSC Operator: mjr

Run Date: 06-Jun-2012 14:34

Instrument: DSC Q2000 V24.7 Build 119
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