
 
 
 

 

 

 

 

 

 

 

 

 

 

 

   

 

   

 

 

 

 

 

 

 

 

S1 Fig. Silver nanoparticles characterization. A) UV-Vis profile. B) TEM micrograph of 

AgNPs. C) Average diameter of AgNPs. D) Zeta potential analysis 
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