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Element Wt% At%

CK 17.12 45.29

NK 02.21 05.02

OK 03.73 07.40

MgK 00.13 00.18

AlK 00.15 00.18

SiK 15.88 17.96

AuM 23.48 03.79

NiK 37.30 20.19
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