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[bookmark: _GoBack]S4 Fig. Morphological evolution of Pt NPs on sapphire (0001) with the In1.5 nm/Pt4.5 nm bilayer at various annealing temperature (700 ºC – 900 ºC). (a) – (e) AFM 3D side-views (1 × 1 µm2). (a-1) – (e-1) Cross-sectional line profiles.
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